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Abstract: It is well established that space charge condi- 
tions insulation lifetime. Because of this, space charge 
formation and relaxation processes characterization has 
become a very active research field, not only from an ba- 
sic science point of view, but also in order to improve 
insulation performance in cable and other devices. 

In the case of mid-voltage power cable, crosslinked 
polyethylene is widely used as insulator. Service tem- 
perature of such cables is around 90°C, which in the case 
of the cable insulation studied is in the melting tempera- 
ture range. In previous works it has been determined that 
at this temperature conductivity plays a relevant role in 
the space charge relaxation process, so that the charac- 
terization of conductive processes at service temperature 
may become important in order to enhance cable insula- 
tion performance. The aim of this work is to contribute to 
a better knowledge of the conductive properties of XLPE 
in both time and frequency domains. 

INTRODUCTION 

Cable for power dismbution has a limited lifetime. A 
central issue for cable manfacturers and power distribu- 
tion companies is to predict when is the most convenient 
time to replace an aged cable on service, before it fails, 
in order to increase their customer satisfaction. Cable 
insulation is one of the elements that conditions cable 
lifetime mostly. In the case of mid-voltage power cable 
crosslinked polyethylene (XLPE) is widely used as insu- 
lation due to its suitable mechanical and electrical char- 
acteristics. 

Most of the tecniques that have been proposed for ca- 
ble insulation diagnosis rely on its electrical properties. 
Therefore, so that a better understanding of charge trans- 
port, trapping and relaxation processes in high insulating 
materials is essential to improve the aplicability of those 
techniques. The aim of this paper is to contribute to a 
better knowledge of the conductive properties of XLPE 
cable insulation by means of absortiodresorption cur- 
rents and dynamic electric analysis measurements. 

Time-domain measurements: absortiodresorption 
currents 

The current density in a dielectric can be expressed by the 
equation 

where f ( r )  is the dielectric response function associated 
with polarization processes. In the case that the dielectric 
material is subjected to a rectangular pulse shaped volt- 
age from the time t to t + T ,  the applied electric field can 
be expressed as E ( t )  = E&(t) - u(t - T ) ] ,  where u(t) 
is the step function. Thus, the resulting current density is 
given by: 

The absortion current, J,  is the current along the time 
interval [t, T), 

Ja = UEO + Eos,Eab(t) + EoEof(t) (3) 

and the resorption current, ,lis the current along the in- 
terval [T, oo), 

Jv  = -EoEvEob(t - T )  + E o E o [ f ( t )  - f ( t  - T ) ]  (4) 

Using the capacity of the sample, CO and the applied volt- 
age across it, U, the conductivity can be expressed after a 
long enough time by the equation: 

where I, and I, refer to the absortion and resorption cur- 
rents respectively. 

Frequency-domain measurements: Sublinear disper- 
sive conductivity 

In some materials it has been observed a sublinear disper- 
sive conductivity of the form: 

.(U) = uo + Ad'  (6) 

where uo is the dc conductivity, A is a temperature de- 
pendent parameter and n is a fractional exponent which 
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ranges between 0 and 1 and has been interpreted by 
means of many body interactions among charge carriers. 
This behavior, termed universal dynamic response, has 
been observed in highly disordered materials like ioni- 
cally conducting glasses, polymers, amorphous semicon- 
ductors and also in doped crystalline solids[l]. Eq. (6) 
can be derived from the "universal" dielectric response 
function for the dielectric loss of materials with free hop- 
ping carriers, and this derivation allows one to understand 
the temperature dependence of the A parameter[2]. 

Power-law dependencies of conductivity, as in the case 
of Eq. (6), imply a power-law dependence of the form 
(j U)" for the complex conductivity[l]. Therefore, this 
magnitude can be written as: 

.*(U) = uo + A(j U)" + j W E O E ,  (7)  

A crossover frequency up can be defined as W; = q / A ,  
so that Eq. (7) can be rewritten as 

This frequency up is associated with the crossover from 
the power-law dependence observed at high frequency to 
a frequency independent dc regime that occurs at low fre- 
quencies. The real and imaginary parts of the conductiv- 
ity are respectively: 

U ' ( W )  = U0 + U0 cos(n-) ;z (E)" (9) 

u"(w) = uosin(n-) ; (E)" +wzoa, (10) 

EXPERIMENTAL 

In the case of time domain characterization, absorp- 
tiodresorption cnrrents measurements were canied out 
on cable sections that were cut from non-aged commer- 
cial cables provided by General Cable. The approximate 
length and capacitance of measured cables is 7 cm and 
15 pF respectively, Absorption and resorption currents 
were measured using a Keithley 6517A and a polariza- 
tion voltage of 1 kV from its own stabilized DC source. 
No measurements were performed before minimization 
of noise under a level of approximately k20 fA. The de- 
termination of Conductivity was performed by means of 
equation 5[3,4]. 

Frequency domain characterization has been performed 
by dynamic electrical analysis at the electric modulus 
and conductivity levels. In this case measurements were 
carried out on approximately 100 bm thick sheets ob- 
tained from cable insulation by mechanical procedures. 

Measurements were canied out at temperatures between 
353 and 383 K on samples subjected to several annealing 
times in isothermal environment. Measurements of the 
electric modulus and conductivity were canied by means 
of a Novocontrol Dielectric Spectrometer and the real 
part of the conductivity was fitted to equation 9 usign UO, 
n and up as free parameters. 

RESULTS AND DISCUSSION 

Time domain measurements 

Figure 1: Cable insulation conductivity determined by 
absortiodresorption currents by means of equation 5 

In figure 1 are plot the values of the conductivity resulting 
from Eq. 5 at several temperatures. It can be noticed that a 
stationary value is obtained for times as short as 5 minutes 
(or even before). An Arrhenius plot of stationary values 
of the conductivity obtained (Fig. 2) indicates a relation 
of the form 

U = uro e-% (11) 

with uTo = 12.95 S/m and E, = 0.53 eV 

The absortion and resorption currents, I, and I, can be 
fitted to straight lines in a log-log scale, suggesting a de- 
pendence on time given by 

I ( t )  = lot-"' (12) 

hut in two separate intervales in each case. The first in- 
terval lasts np to 200 s, and the second one corresponds 
to t > 200 s up to the end of the measurement. The pa- 
rameters resulting from the fitting processes can be seen 
in tables 1 and 2. 

Frequency domain measurements 

In Fig 4 we have plotted the values of the real part of the 
conductivity as a function of the frequency for several an- 
nealing times. It can be noticed that at frequencies below 
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Figure 2: Arrhenius plot of conductivity 

Interval I ,  (80 "C) 
IO n, 

2.13 x lo-'" I 0.66 
6.25 x lo-'' I 0.47 

t i 200 s 
t > 200 s 

I ,  (80 "C)  
IO I nC 

2.23 x lo-'" I 0.69 
1.23 x lo-'" I 1.44 

Table 2: Value of parameters obtained after fitting the 
measured current to equation 12. Two temporal intervals 
have been considered as indicated in the text 

lntervd I I ,  (90 "C) I I ,  (90 "C) 
I IO I n, I l o  I n, 

t < 200 s I 1.25 x lo-'" I 0.45 1 7.08 x lo-'" I 0.35 
t > 200s I 3.71 x lo-'' I 0.30 1 2.57 x lor9 I 1.21 

2.55 2.60 2.65 2.70 2.75 2.80 2.85 2.90 

l O 0 O r r  (K') 

Figure 3: Arrhenius plot of the dc conductivity, UQ, that. 
results from fitting the real part of the conductivity to 
equation 9 

approximately 1 Hz the real p& of the conductivity at a 
fixed frequency increases with annealing time initialy, but 
eventually decreases. At higher frequencies a continuous 
decrease of U' can be observed. At the electric modu- 
lus (AT* = (€*)-I) level, the behavior of the imaginary 
part of the electric modulus indicates the presence of a 
relaxation at frecuencies above 1 Nz, that becomes more 
noticeable with annealing time (not shown). 
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Frequency [HI] 

Figure 4 Real part of the conductivity at 373.15 K for 
several annealing times: + 0 h o 1 h A 3 h; 0 6 h w 
1 2 h x  1 8 h ; T 3 6 h  

The values of uQ obtained grow with temperature (Fig. 3). 
A sharp increase can be observed at temperatures below 
360 K (E 9 5 T )  but for higher temperatures we can no- 
ticed that conductivity increases at a lower rate. It must 
be considered that DSC measurements indicates that this 
material melts over a wide temperature range, between 
323 and 373 K, and a pronounced peak can be noticed at 
approximately the temperature associated to the change 
in the temperature behavior. Therefore, the sharp increase 
of the conductivity can be related to the decrease of the 
crystalline fraction in the material. and once the melting 
process finishes there is a smooth increase of the conduc- 
tivity with the temperature. 

The behaviour of the crossover frequency wp with tem- 
perature (Fig. 5) is similar to the behaviour of uQ. In the 
case of a ceramic material, experimental evidence of the 
equivalence of a characteristic time rp = l /wp and the 
Maxwell relaxation time 

has been given[l]. In figure 5 it can be noticed that in our 
case, up and uQ are proportional, suggesting a common 
physical mechanism, a lthough the ratio is not 1. 

The values obtained for the n parameter range from 0.75 
to 0.95. This parameter characterizes the power-law con- 
duction regime, which is associated with the slowing 
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Figure 5: Arrhenius plot of the crossover frequency, up, 
that results from fitting the real part of the conductivity to 
equation 9 

down of the relaxation process in the frequency domain 
as a result of cooperative effects, in the same way as the 
KWW function does in the time domain. An important 
connection between these two approaches stems from the 
coupling model of Ngai and Kannert[5]. This model pre- 
dicts a power-law conductivity associated with the KWW 
relaxation function given by 

uKWM; = Bexp-E , /kT)  u l - P  (14) 

Therefore, if any other conhihution is sufficiently smaller 
than that of OKMJW, then the conductivity of the material 
may be described by u ( w ) K v w [ ~ ] .  

Figure 6 Conductivity versus crossover frequency 

the stretched exponential relaxation time has been associ- 
ated with as slowing of the relaxation process that results 
from correlated ion hopping. For this reason, one would 
expect to be close to one for random Debye-like hops 
and close to zero for strongly correlated systems. Cer- 
tain degree of correlation can, thus, be concluded from 
the observed values of n. 

CONCLUSIONS 

In the case of absortion and resortion currents measured 
in XLPE insulated mid-voltage cable sections two difer- 
ent time interval can be observed that can be fitted to a 
Curie-von Schweidler law. 

DEA measurements show a dispersive conductivity that 
can be interpreted by means of a universal dynamic re- 
sponse. It has been determined that dc conductivity in- 
creases sharply over the temperature range along which 
the fusion takes place. At higher temperatures dc con- 
ductivity increases hut at a lower rate. The values of the 
conductivity and the Maxwell relaxation time determined 
are proportional, so it may indicate a common physical 
mechanism. The value of the fractional exponent n in- 
dicates that there is a certain degree of correlation in the 
ions hopping process. 
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The sublinear dispersive ac conductivity observed may 
be associated with a KWW relaxation mechanism with 
p = 1 -  n where n is the power-law exponent deter- 
mined from .(U). The stretched exponential parameter 
/3 may represent a correlation index of ionic motion, as 


