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Low-cost Ca-based composites synthesized by biotemplate method for 

thermochemical energy storage of concentrated solar power 

 

 

Highlights 

* CaO/SiO2 composites were synthesized by a low cost biomimetic process from rice husk 

* CaO/SiO2 composites are highly efficient for concentrated solar energy storage  

*The composites show significantly better performance than natural limestone 

*Pore-plugging is reduced by the composition and microstructure of the CaO/SiO2 composites 

Abstract 

An ever more environmentally conscious society demands the use of green, sustainable and high-efficiency 

renewable energy resources. However, large-scale energy storage remains a challenge for a deep 

penetration of power produced from renewables into the grid. The Calcium-Looping (CaL) process, based 

on the reversible carbonation/calcination of CaO, is a promising technology for thermochemical energy 

storage (TCES) in Concentrated Solar Power (CSP) plants. Natural limestone to be used as CaO precursor 

is cheap, non-toxic and abundant. Nevertheless, recent works have shown that carbonation of CaO derived 

limestone at optimum conditions for TCES is limited by pore-plugging, which leads to severe deactivation 

for large enough particles to be employed in practice. In our work, we have synthesized inexpensive 

CaO/SiO2 composites by means of a biotemplate method using rice husk as support. The morphological 

and compositional features of the biomorphic materials synthesized help improve the CaO multicycle 

activity under optimum CSP storage conditions and for particles sufficiently large to be managed in 

practical processes.  

Keywords: Renewable resources; Energy conversion; Thermochemical Energy storage; Calcium 

Looping; Biomorphic composites. 
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1. Introduction 

The Calcium-Looping (CaL) process based on the reversible carbonation/calcination reaction of 

CaO:  

CaO(s) + CO2(g)  ⇄ CaCO3(s)  
+ ∆𝐻𝑟

0   ;        ∆𝐻𝑟
0 = 178 𝑘𝐽𝑚𝑜𝑙−1                                          (1)  

has been extensively studied in the last years to capture CO2 from fossil fuel-fired power plants 

[1-3] as originally proposed by Shimizu et al. [4]. In the late 1970s the CaL process was early 

investigated for thermochemical energy storage (TCES) of concentrated solar power (CSP) [5, 

6]. In the last years most of the works on energy storage in CSP has been focused on molten salts 

technology [7-10] and redox-based systems [11-13]. The use of the CaL process to this end has 

not attracted a wide interest until quite recently as it would allow long term storage of massive 

amounts of energy at low cost and using abundant and non-toxic materials such as limestone [14]. 

A flow diagram of the integration of the CaL process in CSP plants recently proposed elsewhere 

[14] built upon a closed CO2 cycle is shown in Fig. 1. It basically consists of a solar calciner, a 

carbonation reactor, a CO2 compression-storage system, two reservoirs for CaO and CaCO3 

storage and a power unit. After calcination of CaCO3 in the calciner using concentrated solar 

energy, the sensible heat of CaO and CO2 is recovered and these products are stored 

independently. On demand, CaO and CO2 are circulated into the carbonator wherein heat is 

released by the exothermic carbonation reaction. This heat is transported by the CO2 in excess to 

a gas turbine where electricity is generated while the effluent CO2 is sent to storage.  

 Optimum CaL conditions to obtain the maximum overall efficiency from the CaL-CSP 

integration involve high temperature carbonation (above 850 ºC) under high CO2 concentration. 

Remarkably, these conditions differ from those corresponding for CO2 capture in which 

calcination is carried out under high CO2 concentration at high temperature (above 900 ºC) and 

carbonation occurs at relatively lower temperature (around 650 ºC) under low CO2 concentration 

(around 15% vol.) [14]. Among calcium oxide based sorbents, natural limestone (nearly 100% 

CaCO3) the most preferable CaO precursors since it is environmentally friendly, inexpensive, 
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abundant and widely available [15]. However, a major challenge to use limestone is the severe 

loss of activity of the regenerated CaO after just a few cycles of carbonation/decarbonation. 

Deactivation at CaL-CO2 capture conditions is due to the marked sintering suffered by the CaO 

grains under the necessary harsh calcination conditions, which involve high temperatures and 

high CO2 partial pressure [16]. On the other hand, pore-plugging is a critical limiting mechanism 

at CaL-CSP storage conditions as carbonation at high temperature and under high temperature is 

very fast, which makes it likely that the thick CaCO3 layer blocks the inner pores of the CaO 

particles [17, 18]. 

 In order to avoid deactivation, the use of different additives such as Al2O3, La2O3, Li2CO3, 

MgO, SiO2, TiO2, Y2O3 and ZrO2 has been investigated in previous works [19-25]. These studies 

have been mostly focused on the use of the CaL process for CO2 capture [2, 3, 15]. Taking into 

account the large scale of the application (typically around 500 tons of raw limestone would be 

needed in the CaL process to capture the CO2 released from a commercial coal fired power plant) 

[26], a compromise between sorbent cost production and its multicycle activity performance is 

required [27]. Thus, silica is a promising additive as it is not expensive and a wide spread reliable 

inert material.  Nanostructured silica, both in the form of molecular sieves [28] and nanoparticles 

[29] serves to improve the dispersibility of CaO agglomerates [29] and mitigate sintering [30], 

which is attributed to the formation of calcium silicates at high temperatures that confer thermal 

stability to the CaO skeleton at the harsh calcination conditions used for CO2 capture [31]. 

Nonetheless, the synthesis of nanostructured silica from either sol-gel routes or flame synthesis, 

which is employed in commercially available products such as Aerosil®, has a high cost. In 

contrast, the use of rice husk biomass (a by-product of rice husk industry), as proposed in the 

present work, is an alternative cost-effective method to produce nanosilica at massive amounts. 

Hence, rice husk ash has been used as additive to synthesize CaO sorbents for CO2 capture [32, 

33]. In this sense, several works have been reported on the use of raw rice husk to generate porous 

CaO pellets for CO2 capture with improved CO2 sorption performance [34, 35].   
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 However, the effect of silica in SiO2/CaO mixtures on the activity of CaO cycled at CaL 

conditions for CSP storage remains largely unexplored yet. Recently, the CaL-CSP multicycle 

performance of a nano-SiO2/CaO composite derived by physical mixing of a commercial SiO2 

nanopowder and limestone was analyzed by our group [17]. Quite surprisingly, it was found that 

the presence of nanosilica caused a significant deterioration of the multicycle CaO activity, in 

contrast with previous results obtained at CaL conditions for CO2 capture [30]. The action of 

nanosilica, by shifting the CaO mesoporous size distribution to smaller pore sizes, was found to 

hinder CaO carbonation by promoting pore-plugging, which is the main limiting factor on CaO 

conversion at CaL conditions for CSP storage.  

 In the present work, rice husk has been employed to synthesize CaO/SiO2 composites by 

a biotemplate route to generate a microstructural porosity in CaO, while at the same time the 

composites reproduce the micro and nanostructure of the husk. To the best of our knowledge, no 

further studies have described the use of such kind of composites for thermochemical energy 

storage of CSP. The multicycle performance of the CaO/SiO2 composites synthesized in this way 

is significantly improved as compared to limestone at CaL-CSP conditions. These results are 

significantly important as they are obtained for particles of size large enough to be used in the 

practical application in circulating fluidized bed reactors. 

2. Experimental Section 

2.1. Chemicals and Materials 

 Ca(NO3)2·4H2O (Sigma-Aldrich) and raw rice husk (Herba Ricemills S.L.) were used in 

our work to synthesize CaO/SiO2 composites. Natural limestone (>99 %wt CaCO3) from 

Matagallar quarry in Pedrera (Sevilla, Spain) was also used for the sake of comparison. Two size 

fractions of this limestone (less than 45 m and 45-160 m) were employed (Fig.A1 in Appendix 

A, Supplementary Content). 
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2.2. Synthesis of CaO/SiO2 composites 

 Raw rice husk was pretreated to be used as biotemplate as detailed in Appendix A in order 

to obtain high purity nanostructured SiO2 of large specific surface area. For this purpose 0.1L 

Ca(NO3)2·4H2O solutions of 0.5 and 2 M were prepared for the infiltration of 10 g of as-pretreated 

rice husk. The infiltrating solutions and the pretreated rice husk were maintained at 50 ºC during 

24 h under stirring, until infiltration and water evaporation were achieved. Finally, the products 

were oven-dried at 120 ºC before thermal treatment. The two steps thermal treatment was 

conducted at the same conditions detailed in the Appendix for the ash synthesis. The nominal 

compositions of the biotemplated composites are 30wt%SiO2/70wt%CaO and 

10wt%SiO2/90wt%CaO (labeled hereafter as 70%CaO and 90%CaO, respectively).   

2.3. Material Characterization 

 Compositional analysis was carried out by X-ray fluorescence (XRF) using an Axios 

PW4400 (PANalytical) instrument and energy-dispersion X-ray (EDX) using a Bruker-X Flash-

4010 detector. Powder X-ray diffraction (XRD) was performed using a MiniFlex600 (Rigaku) 

operated with Ni filtered CuKα radiation (λ = 1.5406 Å) at 40 kV and 15 mA for a scan range 

2=5–90° at a step rate of 5° min-1. 

Particle size distributions (PSDs) were obtained by laser diffractometry using a Mastersizer 2000 

(Malvern). To this end, the samples were previously dispersed in 2-propanol (as recommended 

for Ca-based materials according to ISO 14887 [36]) and sonicated for 30 s to loose particle 

agglomerates. 

Nitrogen adsorption-desorption isotherms at 77 K were acquired by means of a TriStar II 3020 

(Micromeritics) instrument. The samples were degassed at 150 ºC for 2 h. Specific surface area 

(SBET) was calculated using the BET equation [37]. Total pore volume (Vsp) was determined from 

the amount of gas adsorbed at a P/P0 value of 0.97. Mesopore distributions were derived by the 

BJH method applied to the adsorption branch of the isotherms [38]. The average pore sizes (wp 

and wpBJH) were determined by approximating the pore geometry to a cylinder.  
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Scanning Electron Microscopy (SEM) micrographs and compositional EDX mapping were 

acquired using a Hitachi S4800 FEG microscope on gold-sputtered samples.  

Transmission Electron Microscopy (TEM) and High-angle Annular Dark-Field Scanning 

Transmission Electron Microscopy (HAADF-STEM) micrographs were registered using a Talos 

F200S FEG microscope (FEI company) in which the powder samples were deposited on copper 

grids.  

2.4. Calcium Looping (CaL) Multicycle Conversion 

 CaL multicycle tests were carried out using a Q5000IR thermogravimetric analyzer (TA 

Instruments), which is provided with a high sensitivity balance (<0.1 g) and a furnace heated by 

IR halogen lamps  that allow for high heating and cooling rates (up to 300 ºC min-1) to be expected 

under practical conditions. The samples were subjected to CaL conditions leading to high 

efficiency for TCES of CSP as reported elsewhere [14]. Each run was initiated with a 

precalcination stage under helium atmosphere from room temperature to the calcination 

temperature of 725 ºC, with a heating ramp of 300 ºC min-1. Afterwards, the temperature was 

quickly (300 ºC min-1) increased to 850 ºC for carbonation under pure CO2 for 5 min. Carbonation 

was followed by a rapid decrease (300 ºC min-1) of temperature to 725 ºC for calcination under 

pure He during 5 min.  In order to simulate the extraction of sensible heat from the solids in a real 

plant before they are stored, the temperature was decreased (at 100ºC min-1) to 300 ºC and kept 

there for 2 min under He between the carbonation and calcination stages. A total of 20 

carbonation/calcination cycles were run in this way for the CaO/SiO2 composites and natural 

limestone. A schematic representation of the procedure is given in Fig. A2.  

Additional tests extended up to 50 cycles were carried out in order to analyze the long-term 

performance of the materials as well as data reproducibility. In the practical application, the 

material would not be cycled indefinitely. Due to the significant drop of conversion of limestone 

derived activity after just 20 cycles, a certain amount of material should be periodically purged 

while fresh limestone is fed into the system to balance out mass. The average number of cycles 
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that a particle undergoes in the CaL process will depend on the recirculation flow rate of solids 

between the carbonator and the calciner and the flow rate of fresh limestone introduced [39]. 

Thus, the analysis of the multicycle activity of the material along a finite number of cycles yields 

useful information on its performance for practical purposes.  

The multicycle CaO conversion, XCaO, for the CaO/SiO2 composites is calculated as  

𝑋𝐶𝑎𝑂 𝑁 =  
𝑚𝐶𝑎𝑟𝑏 𝑁−𝑚𝑁

𝑚 𝑁
·

𝑊𝐶𝑎𝑂

𝑊𝐶𝑂2
· ( 

1

𝑓 
)                                                                                            (2) 

where mN and mCarb N are the sample masses before and after carbonation at the Nth-cycle and 

WCaO and WCO2 are the molar masses of CaO and CO2, respectively. In Eq 2, f is the fraction of 

CaO in the mixture. The very small amount of calcium silicates formed, as observed from XRD, 

is neglected. A more relevant parameter for practical purposes to assess the performance of the 

samples is the effective conversion, Xef N, defined as the ratio of the CaO mass converted in the 

carbonation stage of each N-cycle to the total sample mass before carbonation 

𝑋𝑒𝑓 𝑁 =  
𝑚𝐶𝑎𝑟𝑏 𝑁−𝑚𝑁

𝑚 𝑁
·

𝑊𝐶𝑎𝑂

𝑊𝐶𝑂2
                                                                                                       (3) 

The use of Xef takes into account the presence of inert compounds in the composites. Thus, the 

specific energy released in the carbonation stage per mass unit would be given by Xef times 

(∆Hr0/WCaO) (kJ g-1), where ∆Hr0 is the reaction enthalpy (-178 kJ mol-1). 

 

3. Results and Discussion 

 The pretreated rice husk (Appendix A), employed as biotemplate to synthesize the 

CaO/SiO2 composites, is characterized by a globular external surface and the presence of inner 

channels (Fig. A3). After combustion of the carbonaceous material, the compositional analysis of 

the obtained ash reveals that Si is the main element of the rice husk ash, followed by Ca, Mg, Fe, 

K and Mn in minor proportions as well as other trace elements such as Na, Al, S, P (as shows 

Table 1). In agreement with previous studies [40-43], the main ash component generated after 
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thermal treatment of rice husk is nanostructured silica (SiO2), which is mainly amorphous in our 

case as shown in Fig. A5a. The specific surface area of the obtained ash is significantly high, SBET 

= 218 m2 g-1 as well as the corresponding pore volume, Vp = 0.35 cm3 g-1. The typical pore size 

is about 3 nm as observed in Fig. A5b. These values are similar to data reported elsewhere [40]. 

SEM micrographs in Fig. A6 show that the ash replicates the microstructure of rice husk with a 

shrinkage factor due to the loss of biomass. SEM analysis on the rice husk ash shows a porous 

structure in which the bulbous forms and channels observed in the raw rice husk are still clearly 

identified. The nanoparticles that compose the whole structure, mainly amorphous silica, have 

been analyzed by HRTEM. The size of these nanoparticles is around 10-40 nm, which is similar 

to the size of the intraparticle pores (Fig. A7). 

 

Table 1. Compositional analysis of rice husk ash as determined from XRF (shown as oxides in 

weight percent). 

 % Wt  % Wt 

Al2O3 0.07 Na2O 0.06 

CaO 1.90 NiO 0.02 

Cr2O3 0.09 P2O5 0.17 

Fe2O3 0.31 SO3 0.28 

K2O 0.34 SiO2 95.8 

MgO 0.78 ZnO 0.02 

MnO 0.15   

 

 For infiltration a Ca(NO3)2·4H2O solution is employed to fill the pores of the biotemplate 

matrix up to cover completely the inner and outer surface of the pretreated rice husk. During the 

first step of the thermal treatment, the infiltrated mixture is heated up to 600 °C in nitrogen. Water 

from the inorganic salt and the cellulosic material is progressively released until about 200 °C. 

Ca(NO3)2 melts at 560 °C and subsequent decomposition (2Ca(NO3)2 → 2CaO + O2 + 4NO2) 

occurs in the molten phase [44]. A mixture of the carbonaceous skeleton and inorganic material, 

mainly amorphous CaO and SiO2, is produced after this stage. In a second step, combustion of 



 

10 
 

the carbonaceous material takes place at 600 ºC under air. CO2 and H2O generated react with the 

CaO particles to form CaCO3 and Ca(OH)2 as observed from XRD for both composites (Fig. A8). 

Arguably an intermediate specie Ca-(OH)* that could be formed in amorphous state could quickly 

react with the CO2 from the combustion of the rice husk char to form the carbonate. The broad 

amorphous peak at 2=15-30º could be attributed to the presence of still a significant amount of 

amorphous SiO2 in the composite of lower CaO content (70%CaO composite).  

 After thermal treatment, the synthesized inorganic composites replicate the morphology 

of rice husk as observed in the SEM micrographs of the composites derived with different CaO 

load:  70%CaO (Fig. 2 a, b ) and 90%CaO (Fig. 2 c, d). The composite with smaller CaO load is 

characterized by a porous morphology, with CaCO3 loose particles and some fragments rich in 

SiO2 as obtained from the EDX analysis. On the other hand, the composite with higher CaO 

content presents a thicker and compact surface, showing a better replica of the template. These 

observations are also supported by the porosity results obtained by nitrogen adsorption-desorption 

isotherms (Table 2). Accordingly, the 70%CaO composite has a SBET value of 25 m2 g-1 whereas 

the 90%CaO composite SBET value is close to 7 m2 g-1. The larger pore volume of the 70%CaO 

composite is reflected in its BJH distribution, which peaks at 6 nm (Fig. 3a). These microstructural 

features are consistent with the ranges of particle size measured by laser diffractometry for both 

composites (PSDs are shown in Fig. 3b). Thus, a reduced agglomeration of the particles of the 

70%CaO sample leads to lower particle sizes (1-100 m) as compared to the larger compact 

90%CaO composite particles (1-1000 m).  

 

 

 

 

 

Table 2. Porosity data measured by nitrogen adsorption-desorption analysis. 

 70%CaO 90%CaO 
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S BET (m2 g-1) 25.0 6.6 

Vsp (cm3 g-1) 0.074084 0.027219 

Wp (nm) 11.8 16.3 

Wp BJH (nm) Ads 17.3 25.5 

 

 HRTEM micrographs of as-prepared composites show that the average size of crystalline 

domains, corresponding to the main crystalline phase CaCO3, is close to 5-10 nm for both 

composites (Fig. A9 and A10). A homogenous distribution of Ca across the particles of both 

composites is observed by HAADF-STEM mapping (Fig. A9 and A10) whereas the distribution 

of Si is determined by the own biologic nature of the parent rice husk [45], which is not directly 

related to the synthesis process.  

 Fig. 4 shows the time evolution of sample weight and temperature during the first and 

20th carbonation/calcination cycles (under CaL-CSP storage conditions) carried out by TGA for 

the CaO/SiO2 composites synthesized.  As may be seen in Fig. 4, carbonation takes place through 

two well differentiated phases as widely described in the literature for CaO based sorbents [46, 

47]. A first fast reaction controlled phase taking place at the surface of the CaO grains is followed 

by a much slower solid-state diffusion controlled phase which is limited by the counter-current 

diffusion of inward CO3
2- anion groups and outward O2- anions across the CaCO3 product layer 

[48, 49]. As observed in previous works [18, 50], the fast reaction-controlled phase is the main 

contribution to the overall carbonation along all cycles under CaL-CSP storage conditions. In 

these CaL conditions, which involve carbonation under high CO2 concentration and high 

temperature, the reaction controlled fast regime occurring at the surface of the particles is greatly 

promoted as compared to the solid-state diffusion controlled stage [26].  

 Fig. 4a shows that CaO conversion in the first carbonation stage is very similar for both 

composites (70% and 90%CaO). However, the composite with higher SiO2 content (70%CaO) is 

carbonated to a higher level at the 20th cycle (Fig. 4b). Data on the multicycle CaO conversion 

XCaO and effective conversion Xef (ratio of CaO converted to total weight of the sorbent including 

inert SiO2) are plotted in Fig. 5. For comparison, data are plotted also on the multicycle conversion 
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measured for natural limestone derived CaO (lime) reported elsewhere [18]. Data for extended 

tests up to 50 cycles are shown in Fig. 6, which demonstrates data reproducibility and further 

confirms the slower decay of conversion for both 70%CaO and 90%CaO composites compared 

to limestone. After 50 cycles, the effective conversion of the 70%CaO composite is kept slightly 

higher than the 90%CaO composite.   

           In contrast with the behavior exhibited by the composites, lime conversion suffers a severe 

drop after just a few cycles due to pore-plugging [18]. As discussed in our previous work [18], 

the relatively low calcination temperature in these CaL conditions leads to a highly porous CaO 

skeleton which is blocked by the thick CaCO3 layer quickly built upon the particle’s surface 

during carbonation at high temperature and under high CO2 concentration as may be inferred from 

the SEM pictures in Fig. 7. This micrograph of the cycled limestone sample after being subjected 

to the CaL cycles (ending in calcination) show a sintered CaO layer on the surface of the particles 

whereas inner parts becoming exposed by particle fracturing exhibit a porous CaO skeleton, 

which has arguably not intervened in the carbonation reaction during the cycles. In contrast with 

the behavior of limestone, Fig. 5 shows that higher conversion values are obtained for the 

CaO/SiO2 composites with particles much larger (Fig. 3) than this critical value (~45 m) for 

limestone. These results indicate that pore-plugging is not a limiting factor for carbonation of the 

CaO/SiO2 composites. This may be specifically attributed to the novel synthesis method 

employed as previous results demonstrated that pore-plugging did hinder carbonation of 

CaO/SiO2 composites prepared by physical mixing [17]. 

 The morphology of the CaO/SiO2 composites after being subjected to the CaL cycles is 

illustrated by the SEM pictures shown in Fig. 8. These SEM micrographs evidence some 

differences between the 70%CaO and 90%CaO cycled samples. After the 20 CaL cycles, the 

composite with higher SiO2 content maintains a foamy surface structure, with small pores and 

visible SiO2 plates (Fig. 8a and Fig. 9). On the contrary, the surface of the 90%CaO composite is 

apparently more compact with relatively larger pores of several tens microns size. Arguably, the 

porous structure of the 70%CaO composite and the deep cavities formed between the SiO2 plates 
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and CaO grains would facilitate the diffusion of CO2 into the inner pores during carbonation, thus 

circumventing pore-plugging. This characteristic morphological structure would lead to a better 

multicycle performance of the composite with the lower CaO content. In addition, the 

compositional mapping reveals that Si is present not only on the external surface (Fig. 9) but also 

in the inner walls that mimic rice husk as observed in Fig. A11 (Appendix). The higher CaO load 

of the 90%CaO composite and the limited EDX resolution could explain why silicon is hidden in 

the corresponding compositional mapping (Fig. A12). Nonetheless, the distribution of SiO2 in the 

grains at the nanoscopic level for both composites is demonstrated by the HAADF-STEM 

compositional images (Fig. 10 and Fig. A13).  

 HRTEM micrographs (Fig. 10 and Fig. A13) of the samples after being cycled show the 

presence of wide crystalline domains, which can be attributed to the main CaCO3 and CaO phases. 

SiO2 is maintained in an amorphous phase after 20 cycles for both composites (no crystalline SiO2 

phase has been detected by XRD). In addition to CaCO3 and CaO, the formation of calcium 

silicate (CaSiO3) and calcium orthosilicate (Ca2SiO4) has been detected by XRD although just by 

a small amount as inferred from the rather small intensity of their reflection peaks (Fig. 11). The 

thermally stable and well distributed amorphous silica and the formation of these silicate 

compounds would serve also to counteract grain sintering due to their high melting point.  

 In brief, the importance of the work here presented lies mostly on the simplicity of 

manufacture of CaO/SiO2 composites with an acceptable multicycle stability under the CaL-CSP 

storage conditions analyzed, comprising finely dispersed inert phase and particle sizes useful for 

practical applications in circulating fluidized beds.  

Since the final purpose of the composites synthesized is to store energy it is relevant to estimate 

the energy density of these composites and to compare it with that of the CaCO3/CaO system in 

order to assess the suitability of these materials in solar plants.  A definition of gravimetric 

energy density, Dm (MJ kg-1) is given by Pardo et al. [51], expressed as 

 𝐷𝑚 =  
𝑄

∑ 𝑚𝑜𝑢𝑡
                                                                                                                               (4)   
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Where Q is the stored thermal energy (MJ) and ∑ 𝑚𝑜𝑢𝑡 is the total material mass (kg) leaving the 

calciner, that is, the calcination products (CaO, CO2 and the inert material, SiO2 in our case) from 

which the chemical and calorific energy will be released when needed. Dm can be thus calculated 

as the sum of the calcination entalphy and the sensible heat required to raise the temperature of 

the material entering to the calciner from room temperature to the reaction temperature 

(calcination temperature): 

𝐷𝑚 =  
𝑚𝑖𝑛∆𝐻𝑟+ ∑ 𝑚𝑖𝑖 ∫ 𝐶𝑝,𝑖𝑑𝑇

𝑇𝑐𝑎𝑙

𝑇𝑖𝑛

∑ 𝑚𝑜𝑢𝑡
                                                                                                  (5) 

where min is the reactive material mass at the entrance of the calciner (kg), i.e. CaCO3, Hr is the 

reaction enthalpy (MJ kg-1), Cp,i is the specific heat of each component (MJ kg-1 K-1), that is, 

CaCO3, inert material (SiO2), and unreacted CaO if any. Tcal is the calcination temperature and Tin 

the temperature of the solids entering to the calciner. Thus, from Eq. (5), the gravimetric energy 

densities can be inferred knowing the mass fraction of inert material (%SiO2) and reactive material 

(%CaCO3) in the synthetized composites, the variation of Cp with temperature for CaCO3 and 

SiO2 between the inlet and calcination temperatures for the first cycle (25 and 725 ºC) [52]. The 

results of the calculations yield Dm values of 2.55, 2.44 and 2.20 MJ kg-1 for pure CaCO3, 

90%CaO/10%SiO2 and 70%CaO/30%SiO2 composites, respectively. A fraction of SiO2 of 6%wt 

in the reactive carbonate leads to a reduction by 4% of the Dm value, whereas the presence of 

19%wt of SiO2 yields a reduction close to 13%. Note that the slight variation of Cp with 

temperature does not influence notably the values of energy density in the low temperature range. 

Thus, for the subsequent cycles carried out using 300 ºC as inlet temperature in the intermediate 

stage (in order to simulate the extraction of sensible heat of solids) and 725 ºC as calcination 

temperature, the energy density values can be estimated as 2.28, 2.17 and  1.94 for  CaCO3, 

90%CaO and 70%CaO samples, respectively. However, the higher effective conversion and 

multicycle stability of theses composites compared to the limestone with equivalent particle sizes, 

could compensate a lower energy density. From a techno-economic point of view these results 
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should be considered for further research to analyze in depth the advantages of using this kind of 

CaO/SiO2 composites in practice. 

 

4. Conclusions 

 This work reports the synthesis of porous CaO/SiO2 composites by biotemplate route 

using rice husk and calcium nitrate with the purpose of achieving highly stable CaO precursors 

for thermochemical energy storage (TCES) of concentrated solar power (CSP) via the Calcium 

Looping (CaL) process. CaL conditions for CSP storage would involve carbonation under high 

CO2 partial pressure at high temperature and calcination at moderate temperature. Such conditions 

promote CaO pore-plugging, which hinders the multicycle activity of limestone derived CaO for 

particles sufficiently large to be employed in practice. The use of nanosilica as a biotemplate 

serves to enhance CaO thermal stability while at the same time is useful to avoid pore-plugging 

effects as demonstrated on the present work. The composites synthesized with 70% and 90% CaO 

load, respectively, preserve the morphology of rice husk.  Both composites exhibit a notably 

enhanced effective conversion (which takes into account the presence of inert SiO2) as compared 

to limestone with particles larger than 45 m. Our study shows that pore-plugging is mitigated by 

the porous structure and uniform CaO/SiO2 dispersion obtained from the biotemplate synthesis 

method leading to high values of the multicycle conversion for large enough particles to be 

captured in cyclonic separators employed in practice.  
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Figures  

 

Fig. 1. Flow diagram of the Calcium-Looping thermochemical energy storage system for CSP plants. A 

detailed energy integration scheme is found in Ref. [14].   

        

Fig. 2.  SEM micrographs of as-prepared 70%CaO composite (a, b) and 90%CaO composite (c, d). 
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Fig. 3. Pore size distribution (BJH) (a) and particle size frequency and cumulative distributions (b) 

measured for as-prepared composite materials.  
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Fig.  4.  Time evolution of CaO conversion and temperature during 1st (a) and 20th (b) cycles for the 

CaO/SiO2 composites tested under CaL-CSP storage conditions. Colored regions I and II correspond to fast 

reaction and slow solid-state diffusion controlled phases respectively.  
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Fig. 5. CaO conversion (a) and effective conversion (b) at the end of the carbonation stage as a function of 

the cycle number for the CaO/SiO2 composites tested under CaL-CSP storage conditions. Multicycle 

conversion data for sieved limestone samples reported elsewhere are plotted for comparison 
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Fig. 6. Effective conversion as a function of the cycle number for both  synthetic composites and 

limestone samples of similar particle size tested under CaL-CSP storage conditions for 20 and 50 cycles.  

 

 

Fig. 7. SEM picture of a limestone sample after 20 CaL cycles ending in calcination and with a broken 

surface that illustrates a porous inner CaO skeleton onto which a CaO sintered layer is formed. 
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Fig. 8. SEM micrographs of 70%CaO (a, b) and 90%CaO (c, d) composites after 20 CaL cycles. 

 

 

 

Fig. 9.  Secondary electron micrographs (SE at 2 and 20 kV) and compositional mapping (Ca and Si) of 

the 70%CaO composite sample after 20 CaL cycles. 
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Fig. 10. HRTEM micrographs and HAADF-STEM mapping for Si and Ca elements  of 70%CaO 

composite after being subjected to 20 cycles under CaL-CSP conditions. 

 

 

Fig. 11. XRD patterns recorded for the 70%CaO (a) and 90%CaO (b) samples after being cycled. 
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Appendix (Supplementary Content): 

 

Pretreatment of Rice Husk and Synthesis of Rice Husk Ash 

 In our work raw rice husk was pretreated to be used as template. First, rice husk was 

ground to 1 mm (centrifugal blade-mill, Retsch ZM1). Afterwards, the milled husk was washed 

in distilled boiling water for 2 hours. The washing process was repeated twice after water 

replacement. Finally, the husk was oven-dried at 120 ºC. SEM micrographs of pretreated rice 

husk are shown in Fig. A3. This pretreatment ensures the removal of alkali elements [35], and the 

obtention of high purity nanostructured SiO2 of large specific surface area.  

In order to characterize and quantify the ash content, pretreated rice husk was thermally treated. 

Rice husk ash was obtained following two steps thermal treatment in which pyrolysis and 

combustion take place separately to attain large surface area. A first pyrolysis stage was carried 

out under nitrogen atmosphere at a heating rate of 3 ºC min-1 from ambient temperature to 600 

ºC, which was kept for 3 h. This produces an amorphous carbon skeleton and inorganic ash. The 

second stage consists of combustion at 600 ºC under air for 3 h to remove the carbonaceous char 

as was inferred from TG/DSC observations (Fig. A4).  A quantity of 1.5 g of pretreated rice husk 

was subjected to this thermal treatment in a tubular oven using a flow rate of 100 mLmin-1. The 

weight of the residual inorganic ash obtained corresponds to 11% of the initial raw sample weight 

(mean value from three independent runs). Composition, microstructure and specific surface area 

of the synthesized rice husk ash were analyzed using XRF, XRD, SEM, HRTEM and N2 

adsorption-desorption isotherms, described in the experimental section. 
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Additional Figures: 

 

 

 

Fig.A1. PSD of limestone samples sieved < 45 microns and 45-160 microns. 
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Fig.A2. Schematic representation of the temperature program carried out to test the multicycle 

performance of the synthesized CaO-SiO2 composites under CaL-CSP conditions using a Q5000IR 

thermogravimetric analyzer (TA Instruments). The colored regions indicate the gas atmosphere employed 

in each calcination/carbonation step. 

 

 

Fig. A3. SEM micrographs of the biotemplate prepared in this work by milling, hot-washing and drying 

rice husk as detailed in the experimental section. 

30 40 50 60 70 80

0

200

400

600

800

1000

 

T
e
m

p
e
ra

tu
re

 (
°C

)

Time (min)

0

200

400

600

800

1000

He 
100%

He 
100%

CO2 
100%

CO2 
100%

He 



 

30 
 

 

   

 

Fig. A4. Thermogravimetry and differential scanning calorimetry of pre-pyrolyzed rice husk under 

TG/DSC  was conducted using a SDT Q600 (TA Instruments) in the temperature range 25-900 ºC and using 

a heating ramp of 10 ºC min-1 under an air flow rate of 100 mL min-1. 10 mg sample was employed. 
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Fig.A5.  Powder X-Ray diffractogram (a) and BJH pore size distribution (b) of rice husk ash. 

 

 

 

Fig. A6. SEM micrographs of rice husk ash 
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Fig. A7. TEM micrographs of rice husk ash 

 

 

Fig. A8. Powder X-ray diffractograms of as-prepared composites with different CaO loads.  
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Fig. A9. HRTEM micrographs (a-d) and HAADF-STEM mapping for Si and Ca elements (e) of as-

prepared 70%CaO composite. 

 

 

Fig.A10. HRTEM micrographs (a-d) and HAADF-STEM mapping for Si and Ca elements (e) of as-

prepared 90%CaO composite.  
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Fig.A11. Secondary electron micrographs (SE at 2 and 20kV) and compositional mapping (Ca and Si) of 

70%CaO composite after being subjected to 20 cycles under CaL-CSP conditions.  

 

 

Fig.A12. Secondary electron micrographs (SE at 2 and 20kV) and compositional mapping (Ca and Si) of 

90%CaO composite after being subjected to 20 cycles under CaL-CSP conditions. 

 



 

35 
 

 

Fig. A13. HRTEM micrographs and HAADF-STEM mapping for Si and Ca elements of the 90%CaO 

composite sample after 20 cycles.  

 

 

 

 

 


